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Linker-Controlled Polymeric Photocatalyst for Highly Efficient 

Hydrogen Evolution from Water 

Yiou Wang,a Mustafa K. Bayazit,a Savio J. A. Moniz,a Qiushi Ruan,a Chiching Lau,a Natalia 
Martsinovich,b* Junwang Tang a*  

Polymeric photocatalysts have been identified as promising materials for H2 production from water due to their 

comparative low cost and facile modification of the electronic structure. However, the majority only respond to a limited 

wavelength region (<460 nm) and exhibit fast charge recombination. Our density-functional theory (DFT) calculations have 

identified an oxygen-doped polymeric carbon nitride structure with heptazine chains linked both by oxygen atoms and by 

nitrogen species, which results in a reduced band gap and efficient charge separation. A novel synthetic method has then 

been developed to control both surface hydrophilicity and more importantly, the linker species in a polymer, which highly 

influences the band gap and charge separation. As such, the synthesized polymer can be excited from UV via visible to 

even near-IR (800 nm) wavelengths, resulting in a 25 times higher H2 evolution rate (HER) than the previous benchmark 

polymeric g-C3N4 ふ゜бヴヲヰ ﾐﾏぶが ┘ｷデｴ ;ﾐ ;ヮヮ;ヴWﾐデ ケ┌;ﾐデ┌ﾏ ┞ｷWﾉS ふAQYぶ ﾗa ヱヰくンХ ;デ ヴヲヰ ﾐﾏ ;ﾐS ヲくヱХ ;デ ヵヰヰ ﾐﾏ, measured 

under ambient conditions, which is closer to the real environment (instead of vacuum conditions). The strategy used here 

thus paves a new avenue to dramatically tune both the light absorption and charge separation to increase the activity of 

polymeric photocatalysts. 

Introduction 

Artificial photosynthesis, different from fossil fuel reforming 

and water electrolysis, is a promising method to generate H2 in 

a much greener way by utilizing inexhaustible solar energy and 

water.1 As visible light (400 nm to 750 nm) accounts for ~50% 

ﾗa デｴW ゲﾗﾉ;ヴ WﾐWヴｪ┞ ｴｷデデｷﾐｪ デｴW E;ヴデｴげゲ ゲ┌ヴa;IWが WaaｷIｷWﾐデ 
harvesting of visible photons must be achieved to bridge the 

gap between the current unsatisfactory activity and the 

required minimum 10% energy conversion efficiency.2, 3 In 

general, the exploration of semiconductor photocatalysts is 

deemed as the key target, which should meet the band 

position requirement for water splitting, but also possess the 

ideal properties of being efficient, robust and low-cost.4,5 After 

decades of investigation, tuning the structure of inorganic 

semiconductor photocatalysts for efficient photocatalysis still 

remains very challenging due to their low processability.6 For 

organic/polymeric semiconductors with better tunability, the 

issue of poor stability remains a primary shortcoming.7  

 

Ever since the demonstration of stable visible light driven H2 

production from water on polymeric graphitic carbon nitride 

(g-C3N4) in 2009, polymeric photocatalysts have attracted 

much attention, and have stimulated recent studies of 

covalent organic frameworks and porous organic polymers.8-11 

Among these polymers, g-C3N4 is arguably the most stable 

photocatalyst thermodynamically and optically for H2 

production and solar energy storage.12 Very recently it has 

been demonstrated that with proper co-catalysts, g-C3N4 could 

split water into H2 and O2.13, 14 However, the current energy 

conversion efficiency on g-C3N4 is moderate due to its large 

band gap and fast charge recombination.15 Furthermore, a Z-

scheme water splitting system composed of two 

photocatalysts is predicted to have a solar to fuel conversion 

efficiency of over 40%, which is much higher compared with a 

single photocatalyst system (ca. 30%).16-20 Thus many efforts 

have been made to improve the performance of g-C3N4 for H2 

production, which can be incorporated in a Z-scheme for pure 

water splitting. Some successful examples of efficient g-C3N4 

for H2 production includes g-C3N4 nanosheets, crystalline g-

C3N4, cyanamide-defected g-C3N4 and our highly-polymerized 

g-C3N4, which all still possess relatively wide band gaps near 

2.7 eV, limiting the light absorption to just a small portion of 

visible photons (< 460 nm).21-24 Other approaches such as 

element doping, reduced crystallinity, copolymerization, 

introduction of carbon quantum dot sensitizers and nitrogen 

defects were reported to shift the overall absorption towards 

longer wavelengths. 25-32,33 However the apparent quantum 

yield (AQY) was still not satisfactory, which might be due to 

defect-based recombination centres induced by the doping. 

Therefore an effective strategy to improve the utilisation of 
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visible light photons combined with excellent charge 

separation is urgently needed.  

 

In the rational design of materials, theoretical prediction is 

widely used to facilitate the experimental research by 

providing beneficial guidance. For example, density of states 

(DOS) calculations indicated that substitutional doping of N 

into TiO2 instead of interstitial doping is effective for 

photocatalysis and hence these target materials were 

successfully synthesized accordingly.23 Calculations of 

functionalised surfaces also directed a synthetic route for 

producing high-energy facets, which already influenced 

photocatalytic activities.34, 35 Although doping is an efficient 

approach to manipulate the band structure of a 

semiconductor, different doping positions always cause 

different consequences for the final physical and chemical 

properties. For example, as mentioned above, substitutional 

doping by N in TiO2 generates an efficient photocatalyst driven 

by visible light, but interstitial doping by N does not have 

positive effect.36 Another example is Cr-doped SrTiO3. 

(Sr0.95Cr0.05)TiO3 exhibited 100 times higher activity than 

Sr(Ti0.95Cr0.05)O3.37 Extending this approach from crystalline 

semiconductors to polymeric materials and developing the 

strategy of controlling doping position for a polymer based on 

the benchmark photocatalyst g-C3N4 is both novel and 

challenging. In this study, modelling was first used to predict 

the effect of doping position in g-C3N4 on light absorption and 

charge separation. The calculation results indicate that the 

band gap and band positions of the polymer are determined 

by the nature and distribution of the linker species between 

heptazine units. The linking of heptazine units can be 

controlled during the polymerization process.38, 39 Inspired by 

such knowledge, we have been experimentally successful in 

controlling the linker species in a polymer via a monomer-

directed polymerization strategy (Scheme S1, see ESI). This 

oxygen and nitrogen linked heptazine-based polymer (ONLH) 

exhibits an outstanding response to UV up to near-IR 

irradiation (~800 nm) which clearly distinguishes it from other 

reported polymers, and leads to a 25 times higher HER than 

our reference polymer photocatalyst g-C3N4 under visible 

ｷヴヴ;Sｷ;デｷﾗﾐ ふ゜ б ヴヲヰ ﾐﾏぶ together with a high AQY of 10.3 % at 

420 nm. More importantly, and to the best of our knowledge, 

this is the first report of a single polymer photocatalyst which 

can produce H2 in such a wide operation window without the 

need of a sensitizer or a complicated junction structure, which 

results into record AQY of 2.1% at 500 nm. Importantly, its 

activity is highly reproducible after storage under ambient 

conditions for over one year.  

Experimental 

Materials preparation 

In a typical ONLH synthesis, 80-120 g of semicarbazide 

hydrochloride was placed in a lidded high quality alumina 

crucible, then placed inside a muffle furnace and heated at a 

ramp rate of 5oC/ min, and finally held at 500, 550 and 600oC 

for 4 h. The products were denoted as ONLH-500, ONLH-550 

and ONLH-600. For comparison of photocatalytic activity, the 

widely used dicyandiamide-derived g-C3N4 was synthesized 

according to the literature by heating dicyandiamide (DCDA) at 

550oC for 4 hours at a ramp rate of 2.3 oC/min.40 Water, HCl, 

and NaOH were used to wash the produced powders to 

remove all unreacted and potentially detrimental surface 

species.  

 

Material characterization 

Powder X-Ray Diffraction (PXRD) measurements were taken 

using a Bruker D4 diffractometer, at 40 kV,  30 mA, using a Cu 

source with Küヱ = 1.540562 Å and Küヲ = 1.544398 Å, 

accompanied by a nickel filter. Diffuse reflectance spectra 

were obtained on a Shimadzu UV-Vis 2550 spectrophotometer 

fitted with an integrating sphere. A standard barium sulphate 

powder was used as a reference.  Absorption spectra were 

calculated from the reflection measurements via the Kubelka-

Munk transformation. ATR-FTIR spectroscopy was collected 

using a Perkin-Elmer 1605 FT-IR spectrometer in the 

wavenumber range 500 に 4000 cm-1 with a resolution of 0.5 

cm-1. Raman spectroscopic measurements were performed on 

a Renishaw InVia Raman Microscope, using a 325 nm 

excitation laser and a wavenumber range 100に2000 cm-1. 

Scanning Electron Microscopy (SEM) images were gained from 

a JEOL JSM-7401F high resolution Field Emission SEM 

operating at 2-3 kV. Due to the low conductivity of the 

semiconductor materials, an Au coating was sputtered onto 

the samples to improve the image quality. Specific surface 

area measurements were taken using the BET method (N2 

absorption, TriStar 3000, Micromeritics). XPS measurements 

were obtained on a Thermoscientific XPS K-alpha surface 

analysis machine using an Al source. Analysis was performed 

using CasaXPS.  

 

Photocatalytic analysis 

In a typical H2 evolution reaction, a certain amount of 

photocatalyst with 5 w.t.% of Pt (H2PtCl6 as precursor) was 

well dispersed in a 50 ml aqueous solution containing 10 vol.% 

TEOA as sacrificial electron donor which was combined inside a 

130 ml top-irradiated photoreactor. The reactor was sealed, 

purged with Argon gas (99.99%) for 1 hour and then irradiated 

using a 300 W Xenon light source (Newport 66485-300XF-R1) 

to photodeposit the Pt co-catalyst. During the 

photodeposition, periodic measurements were taken to 

determine if hydrogen was produced at a stable rate to make 

sure the photodeposition occurred correctly. The reactor was 

then re-purged with Argon before irradiation under either full 

arc or visible irradiation with different filters (Comar Optics). 

For the quantum yield measurement, 100 mg of polymer was 

used. The final results used the average activities calculated 

aヴﾗﾏ aｷ┗W ヴ┌ﾐゲく Aヮヮ;ヴWﾐデ ケ┌;ﾐデ┌ﾏ ┞ｷWﾉS ふAQYぶ ふどぶ ┘;ゲ 
calculated by using the following formula:   AQY 噺   岫に 抜 the number of evolved Hydrogen molecules岻【岫the number of incident photons岻 抜 などどガ  
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The light intensity measurements were taken by an optical 

power meter (Newport 1918-R) with an appropriate band pass 

aｷﾉデWヴ ふヴヲヰが ヵヰヰが ヶヰヰが Αヰヰが Βヰヰ ﾐﾏが ゜ в ヱヰ ﾐﾏ ;デ ヱヰХ ﾗa ヮW;ﾆ 
height, Comar Optics) inserted between a 300 W Xe light 

source (Newport 66485-300XF-R1) and reactor. 

 

Computational method 

Candidate structures for g-C3N4 and ONLH were modelled as 

three-dimensional periodic structures, using density-functional 

theory calculations as implemented in the CRYSTAL09 

software.41, 42 The hybrid B3LYP exchange-correlation 

functional was used,43, 44 together with all-electron basis sets: 

6-21G* for C and N,45 6-31G* for O,5 and 31G* for H.46 

Dispersion interactions between the layers were described by 

ﾏW;ﾐゲ ﾗa GヴｷﾏﾏWげゲ Dヲ IﾗヴヴWIデｷﾗﾐく47 A 222 k-point grid (8 k-

points) was used in all optimization calculations, while a 888 

k-point grid (reduced by symmetry to 260 k-points) was used 

in all density of states (DOS) calculations. Full cell optimization 

was performed for all structures; no symmetry was applied. 

Vibrational frequencies and infrared (IR) intensities were 

calculated using CRYSTAL14 software,48, 49  for g-C3N4 and for 

the proposed model of ONLH. IR absorption spectra were 

simulated from these frequencies and intensities by 

superposition of Lorentzian peaks. The damping factor (the 

parameter characterizing peak width) was chosen as 50 cm-1 in 

the region 500-2500 cm-1, and 200 cm-1 in the region 2500-

4000 cm-1. Molecular orbital plots were calculated using CP2K 

software for structures optimised using CRYSTAL09, using the 

same B3LYP functional, auxiliary density matrix method 

(ADMM) method for calculating Hartree-Fock exchange part of 

the hybrid functional, with Goedeker-Teter-Hutter 

pseudopotentials, double-zeta valence polarised (DZVP) scalar-

relativistic basis sets and auxiliary pFIT3 basis sets for the 

Hartree-Fock exchange calculations. 50-53 

Results and discussion 

As outlined in the Introduction, doping can have a dramatic 

effect on the electronic structure and optical absorption of 

host materials, and computational modelling can be used to 

explore hypothetical doped structures before attempting to 

synthesize them. Here, DFT calculations were performed to 

predict the effect of oxygen doping in g-C3N4, the layered two-

dimensional polymeric heptazine-based material (see SI for 

computational details). Our calculations indicate an oxygen-

doped structure containing two types of heptazine chains 

linked by oxygen linkers (O-chain) and nitrogen linkers (NH-

chain). Only the doped structure with both O-chain and NH-

chain is stable, non-planar and has a reduced band gap 

compared to g-C3N4 (Fig. 1a-c). Density of states (DOS) plots 

(Fig. 1d) explain the origin of the band gap narrowing: in this O 

and NH co-linked structure, the top of the valence band (VB) 

and the bottom of the conduction band (CB) are spatially 

separated: the VB top is dominated by heptazine N atoms of 

the NH-chains, while the CB bottom is composed of nitrogen 

and carbon states of the O-chains and is shifted to more 

negative energies (lower CB position) compared to the CB of 

pure g-C3N4. This means that the O-chains overall have an 

acceptor character, while the NH-chains have a donor 

character (similar to the recently reported polymeric donor-

acceptor photocatalysts).54 Oxygen atoms themselves make 

negligible contributions to the VB and CB (Fig. 1d), but cause 

the down-shift of the CB edge. This gap narrowing and charge 

separation is not observed if O atoms are placed equally in 

both chains (Fig. 1c and d). Thus, it is the co-existence of the 

two types of chains (or distinct N-rich and O-rich regions), 

rather than O atoms themselves, that give rise to the gap 

narrowing. Furthermore, molecular orbital plots in Fig. 1 

illustrate this principle: in g-C3N4 and in the O-doped structure 

with O placed equally in both chains, the highest occupied 

molecular orbital (the HOMO, or the top of the VB) and the 

lowest unoccupied molecular orbital (LUMO, or the bottom of 

the CB) are spread equally over all chains. In contrast, in the 

ONLH structure with two inequivalent chains, the HOMO is 

localised on the NH-linked chains, and the LUMO is localised 

on the O-linked chains. Therefore, apart from the reduced 

band gap, the spatial separation of photogenerated electrons 

and holes in ONLH is likely to reduce electron-hole 

recombination. In other words, ONLH has the potential to 

solve the key drawbacks existing in the benchmark g-C3N4. In 

addition, it is statistically unlikely that some chains will contain 

only oxygen linkers and others only nitrogen linkers; it is on 

the other hand, likely that many O-linked and N-linked regions 

are formed in a disordered manner, and act as electron-

accepting and electron-donating regions. Again, the donor-

acceptor nature of ONLH is expected to give rise to separated 

photoelectron and photohole states, which should lead to a 

dramatic enhancement in charge separation efficiency and 

visible light utilization.  

 

Inspired by theoretical predictions, we controlled the 

polymerization pathway and succeeded in synthesizing the 
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oxygen and nitrogen co-linked heptazine (ONLH) from 

semicarbazide hydrochloride (NH2CONHNH2HCl), via a one-pot 

polycondensation route. Samples synthesized at different 

temperatures (500, 550 and 600 oC) are noted as ONLH-500, 

ONLH-550 and ONLH-600. For comparison, the widely used 

dicyandiamide-derived g-C3N4 was synthesized according to 

the literature.40 To confirm the structure of our new polymer, 

a systematic process of material characterization was 

undertaken. From elemental analysis (EA), the bulk atomic 

stoichiometry of ONLH was found to be C3N4.4O0.3H2.1(ONLH-

500), C3N4.3O0.4H1.9(ONLH-550) and C3N4.3O0.5H1.8(ONLH-600), 

whilst g-C3N4 was noted as C3N4.5O0.1H1.6 (Table 1), showing 

less nitrogen and much more oxygen in the new polymer. With 

the polymerization temperature increasing, the amount of O in 

ONLH ｪﾗWゲ ┌ヮが ｷﾐSｷI;デｷﾐｪ ﾏﾗヴW O ゲヮWIｷWゲ W┝ｷゲデ ｷﾐ デｴW ヮﾗﾉ┞ﾏWヴゲげ 
structure at high temperatures. 

 

Powder X-ray diffraction (PXRD) (Fig. 2a) was used to compare 

the crystal structure of ONLH-500, -550, -600 and reference g-

C3N4. The peaks at 13.0o in ONLH samples, attributed to the 

approximate dimension of heptazine units, exist at the same 

position as that in g-C3N4 but are generally much weaker, 

inferring the conjugated system in ONLH polymers might not 

be as well-defined as that in g-C3N4.33 The peak at 27.4o for g-

C3N4 is assigned to the interlayer stacking distance (0.326 

nm).33 As the oxygen concentration in ONLH goes up, this peak 

shifts left and reaches 27.1o (0.329 nm) in ONLH-600, 

indicating the oxygen species account for the enlarged space 

between ONLH layers. The widened layer-to-layer distance is 

consistent with the distorted structure inferred from modelling 

of g-C3N4
8 and of ONLH. Through Raman spectroscopy (Fig. 

2b), the heptazine structural backbone was confirmed in ONLH 

polymer. The main peaks in the Raman spectra (from 1200 to 

1700 cm-1) correspond to the dominant C-N stretching 

vibrations. The peaks at 980 cm-1 and 690 cm-1 match well to 

the symmetric N-breathing mode of heptazine units, and the 

in-plane bending vibrations of the tri/heptazine CNC linkages, 

respectively.55 The ONLH structure appears a little more 

disordered because the peaks are not as intense as those of g-

C3N4, correlating with the XRD results. Scanning electron 

microscopy (SEM, Fig. S1) indicate a sheet-like structure for 

both materials, however ONLH appears more porous (Table 1). 

 

Furthermore, the FT-IR spectra (Fig. 2c) support our 

assignment of the ONLH structure. The peaks of ONLH are 

generally much broader and less sharp than for g-C3N4 due to 

having more C-O bonds in addition to C-N and due to a greater 

disorder in the structure. This difference between g-C3N4 and 

ONLH is consistent with the modelling results of IR spectra (Fig. 

S2). The most solid evidence concerns the peaks between 

3000-3300 cm-1 in g-C3N4, assigned to the stretching modes of 

the -NHx moieties,24, 56 which transforms into a very broad low-

intensity band assigned to -OH species in ONLH samples. 

Moreover, the C-N peaks at 1202 and 1455 cm-1 in g-C3N4
57 

(Fig. 2c) are much less prominent in the FT-IR spectra of ONLH 

samples, meaning less CにNHx bonding in ONLH. This is 

consistent with two intense peaks (1290 and 1540 cm-1) in the 

calculated IR spectrum of g-C3N4, whose intensity is greatly 

reduced in ONLH (Fig. S2). All these FT-IR features confirm that 

there are fewer CにNHx and more C-O and CにOH species in the 

ONLH samples compared with g-C3N4. The FT-IR spectra also 

rule out some alternatives, such as C=O groups, because no 

sharp peak is observed in the 1700 cm-1 region of the 

spectrum shown in Fig. 2c.   

 

X-ray photoelectron spectroscopy (XPS) was used to 

investigate the chemical states of the elements in these 

materials (Fig. 3a and S3). Consistent with the EA results, 

higher O and lower N percentages were found in ONLH 

samples compared to g-C3N4 according to the survey spectra of 

the etched samples (Fig. S3 a and b). No chlorine content was 

observed, meaning no residual Cl species from the precursor 

remain in ONLH. In the O1s XPS spectra of ion etched g-C3N4, 

the only obvious peak at 532.5 eV is assigned to adsorbed 

H2O.24 In etched ONLH, two new peaks at 531.5 eV and 533.2 

eV are observed, which were attributed to C-OH and C-O-C 

species (Fig. 3a).58, 59 The C1s spectra for both samples (Fig. S3 

c and d) exhibit 3 main peaks at 288.0 eV (N=C-N), 286.2 eV (C-

Fig.3 
Fig.2 
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O) and 284.6 eV (C-C).24, 60 Specifically, the peak at 286.2 eV 

(attributed to C-O)60 is very weak in g-C3N4, suggesting only 

slight contamination with oxygen groups, but is much more 

intense in ONLH, indicating that a large number of carbon 

atoms are bonded to O atoms, forming C-O bonds. By 

comparison, C=O bonds cannot be responsible for the 

increased peak at 286.2 eV, because they are expected to give 

C1s peaks at higher binding energies (287.0-288.0 eV) than C-O 

(285.5-287.0 eV)61, 62 in a similar range to N=C-N.60 The N1s 

spectra illustrate the bonding situation of N in g-C3N4, with 

peaks at 398.7 eV, 400 eV, 401 eV and 404 eV which are 

assigned to heptazine C=N-C, N-(C)3, -NHx ;ﾐS ヽ W┝Iｷデ;デｷﾗﾐ ﾗa 
the C-N conjugated structure, respectively (Fig. S3 e and f).24 

However in ONLH there are only 3 obvious N1s peaks, while 

the NHx peak at 401 eV becomes very small. No new N1s peaks 

appear in ONLH, inferring that no new chemical state of N 

appears, i.e. N is not directly bonded to O. This decrease of 

terminal and linking -NHx species, together with increasing C-O, 

indicates that the oxygen moiety in ONLH (C-OH and CにO-C) 

might be located at the -NHx positions of g-C3N4. In other 

words, there are many にOH terminals and C-O-C linkages in 

the new polymer, resulting in an O/N-linked structure of ONLH 

(i.e. a mixture of both O and N linkers instead of all N linkers), 

similar to the computational model. The possibility of O-

doping into the heptazine unit which was 

proposed/hypothesized before,27 is excluded since the 

features of heptazine remain unchanged, both in the Raman, 

XRD and XPS characterisation, and the only remarkable 

difference is that ONLH exhibits decreased -NHx groups and 

emerging C-O signals. On the other hand, doping into 

heptazine might result in issues concerning the stability of the 

polymer, which we wanted to avoid. 

 

Carbon-13 solid state nuclear magnetic resonance (13C ssNMR) 

was used to identify the structural differences (Fig. 3b). The 

signals at 157 ppm in both samples were assigned to CN3 

moieties.63 However, the low field signals related to CN2(NH) 

and CN2(NH2) at 163 and 165 ppm for g-C3N4 (C bonded to 

linker N)63 shifted to 164 ppm in ONLH. Moreover, both high 

and low field signals in ONLH are broadened compared to g-

C3N4. These changes are indicative of increased disorder in the 

system; especially the shift in the high field signal indicates a 

change in the nature of the linker atoms に this is attributed to 

fewer NHx species and to the presence of additional O linkages 

and terminal groups in ONLH, which influences the chemical 

environment of carbon.63  

 

The UV-vis spectra of the ONLH samples reveal a dramatically 

strong red-shift moving into the IR region (Fig. 3c). Compared 

with typical g-C3N4 with a bandgap of 2.7 eV, much narrower 

band gaps were determined for ONLH using a Tauc plot (Fig S4 

a and Table 1). The band gap narrowing is consistent with our 

theoretical modelling results, which predict band gap 

reduction in ONLH due to the NH-linked and O-linked regions 

respectively, and a consequent down-shift of the CB (Fig. 1 d). 

In the UV-vis absorption spectrum of g-C3N4, the band gap 

absorption around 400 nm is assigned デﾗ デｴW Iｴ;ヴ;IデWヴｷゲデｷI ヽ-

ヽゅ デヴ;ﾐゲｷデｷﾗﾐゲ ｷﾐ ｴWデWヴﾗI┞IﾉｷI ;ヴﾗﾏ;デｷIゲが ┘ｴｷﾉW デｴW ﾉﾗﾐｪ 
wavelength absorption is due to the n-ヽゅ WﾉWIデヴﾗﾐｷI デヴ;ﾐゲｷデｷﾗﾐゲ 
involving lone pairs of electrons, which is forbidden in a planar 

structure but allowed in distorted polymeric units.55 Therefore, 

the ONLH material has a disordered nature as demonstrated 

by all our characterisation results. This disorder is also likely to 

give rise to separated electron and hole states with energies in 

the band gap, leading to the Urbach tail in the optical 

absorption spectrum which further broadens the absorption. 

Our calculations, which were performed in a periodic unit cell, 

cannot fully capture this disorder and the sub-band states, and 

therefore are unable to reproduce the Urbach tail; therefore, 

the ONLH absorption is expected to be red-shifted compared 

to the calculated gap. A higher concentration of oxygen in 

ONLH results in more distorted structures, and thus narrower 

band gaps (Table 1), again indicating the oxygen moieties are 

responsible for the shift in absorption.  

 

The increased interlayer distance seen in the XRD pattern of 

ONLH (Fig. 2a) can be ascribed to the O linkers being away 

from the planar structure, causing structural distortion. The 

lower intensity of the peaks of ONLH in the XRD and Raman 

spectra (Fig. 2b) are also due to the disruption of conjugation 

between neighbouring heptazines, caused by oxygen linkers. 

From FT-IR (Fig 2c) and XPS spectra on etched samples (Fig 3a 

and Fig S3), the decrease of にNHx is confirmed and the oxygen 

species in bulk ONLH are identified to be C-OH and C-O. The 

much broader absorption of ONLH polymers in the UV-vis 

spectrum (Fig. 3c) is due to more distorted structures caused 

by the new oxygen linkers. Taking into account the heptazine 

backbone similarity confirmed by XRD and Raman together 

with the information from XPS, NMR and FTIR, we can 

conclude that the structure of the synthesized ONLH material 

corresponds to the computationally proposed structure shown 

in Fig 1b, in which oxygen and nitrogen species link together 

the heptazine units. This structure has CにO bonds present as 

ether-type (CにOにC) linkages, replacing some of the にNHに 

linkers and thus causing a reduction in the number of にNHx 

groups, while the heptazine rings are preserved intact.  

 

Following the successful preparation of the predicted 

materials, their photocatalytic hydrogen evolution rates were 

tested in the presence of a Pt co-catalyst (5%) and TEOA 

sacrificial electron donor, which is widely used to assess the 

Table 1. Summary of the properties of ONLH and g-C3N4 measured at 

atmospheric pressure under 120 mW/cm2 Xe irradiation 

Samples Composition 

Surface 

area / 

m2 g-1 

Band 

gap / 

eV 

HER/´ﾏﾗﾉ ｴ-1 

>420 nm Full arc 

ONLH-600 C3N4.3O0.5 H1.8 32.9 1.55 10.2 25.79 

ONLH-550 C3N4.3O0.4 H1.9 16.7 1.65 2.44 7.5 

ONLH-500 C3N4.4O0.3H 2.1 14.6 1.80 1.00 3.9 

g-C3N4 C3N4.5O0.1H 1.6 13.8 2.72 0.4 2.0 
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activity of polymer photocatalysts. No hydrogen was detected 

in the dark or without photocatalyst, or without TEOA (Fig. 

S4b). It is noted that the H2 evolution rate measured here on g-

C3N4 is smaller than reported in a few papers, 22, 64 which is due 

to a closer to practical environmental condition used in the 

study (e.g. 1 bar pressure of inert gas in our reactor instead of 

vacuum conditions and weak while close to one sun intensity 

(120 mW/cm2). The majority of studies reported on H2 

evolution by polymer photocatalysts were carried out under 

circulation-vacuum conditions (~0.1 bar) which would 

dramatically improve the energy conversion efficiency by 

suppressing the back reaction.65 Under our ambient condition, 

ONLH-600 exhibits ca. 25 times higher activity under visible 

light irradiation (>420 nm) than g-C3N4
40 (Fig. 4a and Table 1). 

Furthermore, when a 475 nm band pass filter was used (Fig 

S4c), ONLH-600 shows good photocatalytic activity, however 

the benchmark g-C3N4 is not active at all. We also found that 

ONLH synthesized at different temperatures, and compared to 

g-C3N4, exhibited a positive correlation between O amount and 

HER as shown in Fig. 4a and Table 1. Under these ambient and 

fairly practical reaction conditions, the measured, stable AQY 

of ONLH-600 calculated after five runs is 10.3% (at 420 nm), 

corresponding to one of the highest AQYs reported for 

polymer photocatalysts measured under atmospheric pressure 

(Table S1 and S2).23, 29, 66 An unprecedented AQY of 2.1% at 

500 nm has also been achieved and the polymer shows activity 

at long wavelengths extending into the IR region (Fig. 4b).  

 

We propose that the pathway of O-terminal/linker formation 

is related to the acidity of the precursor material 

NH2CONHNH2HCl. As shown in Scheme S1, during the thermal 

polymerization process, NH2CONHNH2HCl forms cyanuric acid 

and liberates ammonia gas.39 Normally, the next step of 

melamine formation is a dehydration process by replacing にOH 

species at monomer terminals by NH3.39 However, during the 

polymerization of NH2CONHNH2HCl, HCl gas is also evolved in 

the thermal condensation process and can react with NH3, 

thus competing with the にOH terminals for NH3. Because of 

the interrupted ideal melamine formation (due to lack of NH3), 

a certain amount of -OH terminals remain connected to the 

monomers. Some にOH terminals on heptazine units react with 

each other to release H2O and form C-O-C linkages, still 

forming a polymeric system but with a distorted structure 

instead of a planar one.  The hydrochloric acid released in-situ 

is the key to protect the にOH species during the process. This 

should be an oxygen-maintaining process rather than a 

replacement process because these O species exist in the 

precursor. The proposed mechanism leads to the structure of 

ONLH which agrees well with all of our experimental 

characterizations and computational modelling. 

 

Thus we controlled the doping position as shown in ONLH in 

Fig. 1, which is very challenging, resulting in higher 

photocatalytic activities compared to other polymer 

photocatalysts reported in the literature (see Tables S1 and 

S2). Any doping into the heptazine ring either makes only 

small changes to the bandgap or causes concern over stability 

of the modified polymer, as proven by recent reports from 

different groups, summarized in Table S2. The importance of 

the doping position is again emphasized by comparison with 

another O-containing carbon nitride polymers, obtained by 

H2O2 treatment of g-C3N4.27 In those reports, oxygen doping 

was believed to occur in the heptazine units, rather than in the 

linker positions, as in ONLH. As a result, its electronic 

properties (band gap ca. 2.49 eV) exhibited only a moderate 

narrowing compared to pristine g-C3N4 (2.70 eV).27 The 

prominent differences between the band gaps of H2O2 treated 

g-C3N4 and ONLH (1.55 eV) strongly suggest that the oxygen 

linkers in the bulk of the material are essential for achieving a 

narrow band gap and more efficient visible-light driven 

photocatalytic activity.     

 

In order to further investigate the reasons for the dramatic 

increase in H2 evolution by ONLH, photoluminescence (PL) 

spectroscopy was undertaken using a 325 nm laser probe (Fig. 

5a). The PL signal peaks around 450 nm and 500 nm are 

;ゲゲｷｪﾐWS デﾗ デｴW ヽ-ヽゅ デヴ;ﾐゲｷデｷﾗﾐゲ ;ﾐS ﾐ-ヽゅ Wﾏｷゲゲｷﾗﾐが 
respectively.55 Strikingly, the PL intensity of ONLH is roughly 

two orders of magnitude lower than that of g-C3N4 in this 

region, which indicates that radiative electron-hole 

recombination is dramatically suppressed in ONLH, consistent 

with the DFT results. This, to some extent, explains the higher 

HER of ONLH, caused by the spatially separated electron donor 

and acceptor regions brought about by the N- and O-linked 

regions.  

Fig.4 (a) Hydrogen evolution rate (HER) and (b) apparent quantum yield (AQY) of 

ONLH-600 measured at atmospheric pressure under nearly one sun irradiation 

condition. 
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To determine the CB and VB positions for the polymers and 

their thermodynamic driving force for water splitting, valence 

band XPS measurements were carried out (Fig. S5). The 

spectra of ONLH and g-C3N4 are similar in shape, however the 

edge of ONLH shifted to a lower binding energy compared to 

g-C3N4. Using evidence from both the valence band XPS and 

UV-vis absorption spectra, we can see that the VB of ONLH 

shifts upward (more negative potential) by 0.25 eV and CB 

moves downward (more positive potential) by 0.9 eV 

compared to pristine g-C3N4 (Fig. 5b). This narrowing of the 

band gap ensures greater solar absorption but still exhibits 

sufficient overpotential to drive proton reduction to H2. This is 

in addition to the improved charge separation illustrated by PL 

measurements and theoretical modelling.  

 

We also tested the surface hydrophilicity of the new polymer 

ONLH-600. Interestingly the active polymer shows a contact 

angle of 32o compared with 57o measured on g-C3N4, 

indicating a more hydrophilic surface brought about by OH 

groups on the new polymer ONLH (see photos in Fig. 5c), 

which will improve water adsorption and subsequent proton 

reduction. Regarding the influence of surface area, ONLH-600 

only shows twice higher surface area than the others but the 

HER activity is 4 to 25 times higher (Table 1). Also, the surface 

area of ONLH-500 and ONLH-550 is close to g-C3N4, but they 

are much more active. Therefore surface area plays a role but 

is not a dominating factor in HER activity of the polymer.  

 

Stability of a photocatalyst is a key factor determining its long-

term ;ヮヮﾉｷI;デｷﾗﾐく WW ;ゲゲWゲゲWS ﾗ┌ヴ ﾐW┘ ヮﾗﾉ┞ﾏWヴゲげ ゲデ;Hｷﾉｷデ┞ ｷﾐ 
two ways. One is the widely used multirun test, as shown in Fig 

6a. The activity of hydrogen evolution stably maintains at ca. 

10 ´ﾏﾗﾉっｴく TｴW ﾗデｴWヴ method is to store the polymer under 

ambient conditions for a year, then to evaluate its activity. It 

was found that the activity remains the same as the fresh 

sample (Fig 6a). Post-testing characterisation further proves 

the stability of the new polymer as shown by Raman and XPS 

spectroscopies in Fig 6b and c. 

Conclusions 

In summary, an innovative strategy of linkage controlling 

polymerization, predicted by DFT calculation, has been 

developed to synthesize a highly active, robust and narrow 

band-gap ONLH polymer, which addresses the key challenges 

facing the benchmark photocatalyst g-C3N4 : its small optical 

operation window and fast charge recombination hampers its 

efficient photocatalytic H2 evolution but still it must maintain a 

stable structure. In addition, for the new polymer, the OH 

terminal groups increase hydrophilicity, overcoming one of the 

drawbacks of other polymeric photocatalysts. The novel ONLH 

exhibits ca. 25 times higher HER than g-C3N4 under visible light 

(> 420 nm) at atmospheric pressure and moderate light 

intensity. For the first time, efficient and stable photocatalytic 

H2 evolution has been observed on a single polymeric 

photocatalyst using even near-IR excitation, resulting in a 

record AQY of 10.3% at 420 nm and 2.1% at 500 nm measured 

in harsh conditions. These excellent properties of the polymer 

are a result of reduced charge recombination, enhanced 

hydrophilicity and narrowed bandgap induced by oxygen 

linkers and OH terminals which were introduced via a well-

designed synthetic pathway. ONLH is potentially applicable in 

Z-scheme systems for overall water splitting as 

photoelectrodes.67-70 This polymer can also be used in 

environmental purification. These findings not only prove the 

feasibility of polymer modification for wide spectrum photon 

absorption for efficient H2 fuel synthesis, but should also 

stimulate fundamental research on the design and tunability of 

the photophysical properties of polymers through careful 

control of the polymerization process. 
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