Nedzinskas et al. Nanoscale Research Letters 2012, 7:609
http://www.nanoscalereslett.com/content/7/1/609

NANO EXPRESS

Open Access

Polarized photoreﬂectance and
photoluminescence spectroscopy of
InGaAs/GaAs quantum rods grown with As2
and As4 sources
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Abstract
We report photoreﬂectance (PR) and photoluminescence (PL) investigations of the electronic and polarization
properties of diﬀerent aspect ratio (height/diameter) InGaAs quantum rods (QRs) embedded in InGaAs quantum wells
(QWs). These nanostructures were grown by molecular beam epitaxy using As2 or As4 sources. The impact of the As
source on the spectral and polarization features of the QR- and QW-related interband transitions was investigated and
explained in terms of the carrier conﬁnement eﬀects caused by variation of composition contrast between the QR
material and the surrounding well. Polarized PR and PL measurements reveal that the polarization has a preferential
direction along the [ 110] crystal axis with a large optical anisotropy of about 60% in the (001) plane for high aspect
ratio (4.1:1) InGaAs QRs. As a result, in PL spectra, the transverse magnetic mode dominated (110)-cleaved surfaces
(TM[001] > TE[110] ), whereas the transverse electric mode prevailed for (110)-cleaved surfaces (TM[001] < TE[11̄0] ).
This strong optical anisotropy in the (001) plane is interpreted in terms of the hole wavefunction orientation along the
[ 110] direction for high aspect ratio QRs.
Keywords: InGaAs quantum rods, Optical transitions, Electronic structure, Photoreﬂectance, Photoluminescence,
Optical anisotropy
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Background
Self-assembled semiconductor quantum dots (QDs)
formed by molecular beam epitaxy (MBE) are the
foremost candidates for numerous applications in optoelectronics (see e.g., [1]). Modifying the polarizationdependent optical gain function is, however, important
for optoelectronic engineering. For this reason, columnar
QDs or quantum rods (QRs) have been grown by MBE by
depositing a short period InAs/GaAs superlattice (SL) on
top of a seed QD layer [2]. The active region of the resulting nanostructures thus comprises InGaAs QRs immersed
in a 2-D InGaAs layer.
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In addition to being able to engineer the transverse
electric (TE) and transverse magnetic (TM) optical mode
couplings, which is very beneﬁcial for semiconductor
optical ampliﬁers (SOAs), QRs have a large intrinsic
dipole moment, which opens up opportunities for their
application in quantum memories and nonlinear electrooptic devices [3]. However, structural (TEM) analysis of
such elongated nanostructures gives clear evidence of inplane shape anisotropy [2]. This is conﬁrmed by very
recent theoretical and experimental optical studies which
demonstrate the presence of optical anisotropy in multilayer InAs/GaAs QD stacks [4]. Material composition
gradients, asymmetric strain distributions, piezoelectrical
eﬀects, and even bending of the stacking direction during
growth have all been used to explain the large observed
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optical anisotropies. Yet, it is clear that further work is
required to elucidate the underlying mechanisms.
In this report, the optical properties and electronic
structure of QRs are investigated using polarizationresolved photoreﬂectance (PR) and photoluminescence
(PL) spectroscopies [5], techniques which have already
proved to be very productive for studying QDs [6] and
QRs [7,8]. The eﬀects of the QR height (number of SL
periods deposited) along with the As source (As2 or As4 )
used in the MBE growth on the polarization properties
and electronic structure of InGaAs QRs are mostly considered. Particular emphasis is placed on spectral features
associated with interband optical transitions occurring in
the InGaAs QRs and the surrounding InGaAs quantum
well (QW) regions for As2 /As4 -grown nanorod structures.
Whilst in previous studies, the polarization response
of QDs and QRs was investigated for a single undeﬁned
TE mode [9], our polarization-resolved PR and PL measurements revealed a unique property of InGaAs QRs;
the TE response is anisotropic in the (001)-plane. Therefore, the polarization response of QRs cannot be fully
characterized by a single TE mode.

Methods
Samples and experimental techniques

Two sets of InGaAs QR samples were grown by MBE
under the same growth conditions but with diﬀerent As sources (As2 and As4 ) on (001)-oriented GaAs
substrates. After a GaAs buﬀer layer, 200-nm thick
Al0.2 Ga0.8 As and 100-nm thick GaAs layers were grown.
The self-assembled QRs were formed by ﬁrst depositing 1.8-monolayers (MLs) of InAs, which relaxed under
Stranski-Krastanow conditions into a QD seed layer. A
short period SL of alternating GaAs (3 ML) and InAs
(0.64 ML) epilayers, followed by a 100-nm thick GaAs capping layer, then completed the structure. To investigate the
eﬀects of the As source and QR morphology on the optical
properties of the QR structures, two sets of QR samples
were grown with SL periods N = 10, 20, and 35 which
are designated as QR10, QR20, and QR35, respectively.
It should be noted that control of the height of the QRs
can be achieved both by adjusting the thicknesses of the
InAs and GaAs epilayers, as well as by changing the number of periods (N) in the SL [10]. The estimated heights of
the QRs were 20 nm (QR10), 32 nm (QR20), and 41 nm
(QR35).
Room temperature spectroscopy of InGaAs QR structures was performed using PR and PL techniques. We also
used linearly polarized PR (PPR) and PL (PPL) to reveal
both the in-plane optical anisotropy, and the cleaved facet
polarization properties of QRs. In PPR experiments, the
incident angle of the light was less than 10 ◦ . He-Ne (632.8
nm) and diode-pumped solid-state (473 and 532 nm)
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lasers were used as the modulation (PR) and excitation
(PL) sources. PR and PL signals were recorded with a
thermoelectrically cooled InGaAs or Si detector using
conventional lock-in techniques.

Results and discussion
Room temperature PR and PL spectra for the As4 -grown
sample QR35 are shown in Figure 1. The PR spectrum
splits into four principal sets of optical features, which
correspond to speciﬁc optical transitions in the QR structures [7]. An optical feature at 1.67 eV results from the
bandgap transition in the Al0.2 Ga0.8 As layer. Pronounced
oscillations in the spectral range of 1.42 to 1.67 eV can be
attributed to the above GaAs barrier states. Optical features between 1.2 to 1.4 eV correspond to the optical transitions occurring in the InGaAs QW that surrounds the
QRs. Finally, optical PR features in the 1 to 1.2 eV region
lie below the broad PL curve and, therefore, correspond to
the ground- (GS) and excited-state (ES) transitions in the
QRs.
To determine the transition energies and broadening parameters, the recorded PR features (symbols in
Figure 1) were ﬁtted to the ﬁrst derivative of a Lorentziantype function [5,11,12], while transition intensities were
deﬁned from the PR modulus spectra. Spectroscopic data
were interpreted by numerical calculations within the
envelope function approximation using nextnano3 software [13] (dr. Stefan Birner, Poing, Germany).
The vertical bars in Figure 1 indicate the calculated relative strengths (overlap integrals) of the optical transitions
in the InGaAs QW under zero electric ﬁeld (ﬂat band)
conditions.
The characteristic rhombus shape of the QRs is clearly
visible in (001)-plane-view TEM images [2], suggesting
that optical anisotropy needs to be considered. We, thus,
analyzed the linear polarization properties for light propagating in the growth direction. As can be seen from
Figure 1, linearly PPR and PPL spectra revealed a signiﬁcant polarization anisotropy in the (001) plane in
the spectral region corresponding to InGaAs QR-related
interband transitions; these will be considered in detail
hereinafter.
Carrier conﬁnement in InGaAs QRs

We initially studied the eﬀect of the As (As2 and As4 )
source used during MBE growth on the optical properties of QRs. A comparison of room temperature PPR
spectra at two perpendicular polarization angles for As4 and As2 -grown QR35 samples (Figure 2) illustrates some
notable characteristics. In particular, the low-energy QRrelated features in the experimental spectra are red shifted
for the As4 -grown structure compared to the As2 -grown
samples. In contrast, there is a blue shift in the QWrelated features. Moreover, the intensity of the PL (not
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Figure 1 Room temperature PR and PL spectra of the As4 -grown sample QR35. PPR and PPL spectra show a signiﬁcant in-(001)-plane
polarization anisotropy in the InGaAs QR-related interband transitions for the [ 110] (green curves) and [110] (pink curves) polarizations. Vertical bars
indicate numerically evaluated energies and relative strengths of the interband transitions in the InGaAs QW.

Figure 2 Room temperature PPR spectra at two perpendicular
polarization angles (symbols). (a) As4 -grown and (b) As2 -grown
QR35 samples. GS and ES denote optical transition energies in InGaAs
QRs, involving ground and excited states, respectively. The modulus
of individual PPR resonances are represented by dashed and dotted
lines for the electric vector E being parallel to the [ 110] and [110]
crystallographic axes, respectively.

shown) and PR signal is signiﬁcantly enhanced when an
As4 source is used.
The relative red shift of QR-like and blue shift of QWlike optical transitions for the As4 -grown QR sample were
analyzed in terms of the carrier conﬁnement, deﬁned as
the energy spacing E between the lowest QW-related
transition and the QR ground-state transition. By following the corresponding peak energies of the PPR modulus
(dashed and dotted curves in Figure 2), one can ascertain
that the use of an As4 ﬂux results in better carrier conﬁnement compared to the use of As2 ; the energy spacings
E are 195 and 160 meV, respectively. Such an increase
in carrier conﬁnement for As4 -grown QRs is also evident from the signiﬁcantly larger energy spacing between
QR ground- (GS) and excited- (ES) states for the As4 grown sample (61 meV) compared to the As2 -grown one
(49 meV). The increased energy level spacing in the As4 grown QR structures may be attributed to the electron
wavefunctions being more tightly conﬁned, as discussed
in [14]. This could be important for improving the recombination eﬃciency and PL intensity in QR devices, such
as SOAs. These results suggest that there is better carrier
conﬁnement in As4 -grown QRs because of an increased
indium composition contrast between the InGaAs QRs
and the surrounding InGaAs QW layer [7].
Polarization properties of InGaAs QRs and QWs

Optical anisotropy in the (001) plane of InGaAs nanorods
was explored by PPR and PPL using two linear light polarizations, along the [ 110] and [110] crystal axes. Room
temperature PPR spectra at these two perpendicular
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polarization angles (Figure 2) revealed signiﬁcantly different PPR signal intensities for QR-related optical
features both for As4 - and As2 -grown samples. This
optical anisotropy was conﬁrmed by PPL measurements
(Figure 1). However, for the QW-related transitions, a
negligible polarization dependance was observed.
To gain a deeper insight into the eﬀect of the QR
aspect ratio (height/diameter) on the optical anisotropy of
InGaAs QRs, we systematically analyzed the PPR and PPL
responses as a function of SL period number N. The polarized PR and PL spectra (Figures 1 and 2) were evaluated by
a quantitative measure, the degree of polarization (DOP):
DOP(001) =

I[110] − I[110]
I[110] + I[110]

.

(1)

Here, I[110] and I[110] denote signal intensities for E 
[ 110] and E [ 110] light polarizations (two perpendicular polarizer positions), or alternatively for two transverse
electric modes, TE[110] and TE[110] , respectively.
Figure 3 shows room temperature PPR and PPL spectra at two perpendicular polarization angles in the (001)
plane for the As2 -grown QR samples: (a) QR10, (b) QR20,
and (c) QR35. From the PPL data, it was found that
the in-plane degree of polarization, DOP(001) , increases
almost linearly with the SL period number N. In particular, for small aspect ratio (2.0:1) QRs (QR10), the degree
of polarization is small, DOP(001) ≈ 25%, and comparable
to the DOP values for conventional self-assembled QDs.
Increasing the SL period to N = 20 (aspect ratio: 3.2:1)
results in an increase of DOP value to ≈ 41%. Finally,
for high aspect ratio QRs of 4.1:1 (QR35), the in-(001)plane DOP reaches the value of ≈ 55%, close to the value
(DOP(001) ≈ 60%) estimated for the As4 -grown QR35
structure.
The polarization anisotropy, estimated from the analysis
of PPR modulus spectra, shows similar increase with SL
period number N, however to a smaller extent. In particular, for the samples QR10, QR20, and QR35, we estimated
DOP values of 37%, 43%, and 46%, respectively.
The signiﬁcantly diﬀerent DOP values obtained from
PPR and PPL spectra (Figure 3) may be related to the
fact that PR is an absorption-based spectroscopic method,
which probes the maximum in the density of states, whilst
PL probes the states of lowest energy. Alternatively, the
diﬀerent DOP values may be due to interference eﬀects in
the PR signal [15].
In general, for low-dimensional structures, the PR signal
intensity is associated with the quantum-conﬁned Stark
eﬀect (QCSE), the squared overlap integral of the electron and heavy-hole wavefunctions, |Mcv |2 , modulation
eﬃciency, and the built-in electric ﬁeld [16]. In QRs, the
lowest state electron wavefunction spans the whole length

Figure 3 Room temperature PPR and PPL spectra in the (001)
plane for the As2 -grown QR samples. (a) QR10, (b) QR20, and (c)
QR35. PPL optical anisotropy of the GS interband transitions in the
QRs is indicated by the DOP values.

of the QR, whereas the hole wavefunctions of the two lowest states are well-localized at the top and the bottom of
the QR. This conﬁnement of holes is mainly driven by the
large heavy-hole eﬀective mass and strain-related modiﬁcation of conﬁnement potential in the growth direction
[17]. The recorded PR signal of ground-state transition in
a QR is thus a superposition of two signals involving two
well-conﬁned hole states. Due to the diﬀerence in optical
paths (the probed areas are spatially separated over the QR
height), the contributed signals may arrive with a diﬀerent
phase and thus interfere constructively or destructively.
It is tentatively suggested that under inﬂuence of an
electric ﬁeld (the QCSE), with localization of the lowest
heavy-hole states at the top and the bottom of the QR, the
recorded PR intensity is modiﬁed due to the interference
of the two spatially separated signals. This can be further explored using diﬀerent modulation sources for the
PR experiments.
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The PPR spectra in Figure 3 also show a decrease of QRrelated transition intensities relative to the lowest energy
peak in the QW as the number of periods, N, in the
SL increases. This behavior is attributed to a decrease
in the overlap integral of the electron and heavy-hole
wavefunctions with increase of QR height.
It should be noted that the strong anisotropy in the (001)
plane cannot be explained purely in terms of the in-plane
elongated shape of the QR along the [ 110] direction which
is normally up to about 30%. Other possible eﬀects leading
to the polarization asymmetry are material composition
gradients (ﬂuctuations), asymmetric strain distributions,
piezoelectricity, and in-plane modulation of the InGaAs
content — all need to be considered equally. For example,
material composition ﬂuctuations involving valence band
mixing cause up to 40% polarization anisotropy, even in
highly symmetrical QDs [18]. However, the situation in
QRs is even more complicated. Recent TEM observations
by Mukai et al. [19,20] suggested that polarization features
may be governed by problems in the growth process such
as the bending of the stacking direction during the formation of columnar QDs with a high aspect ratio. However,
a very recent optical anisotropy investigation of stacked
InAs/GaAs QD structures [4] revealed that a large optical anisotropy could be ascribed to the hole wavefunction
orientation along [ 110] axis, which suppresses the TE[110]
mode.
Our experimental ﬁndings suggest that the PL polarization properties (intensity of TE versus TM mode) from
cleaved facet surfaces should be diﬀerent for the (110)
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and (11̄0) facets. When considering the optical anisotropy
from cleaved facet surfaces [(110) and (110) planes] of QR
samples, the degree of polarization can be deﬁned by
DOP(hkl) =

TE⊥-z − TM-z
,
TE⊥-z + TM-z

(2)

where z is the QR growth direction, and TE (TM) is the
intensity of the transverse electric (magnetic) mode. In
this case, the DOP is characterized by the Miller indices
of the crystallographic facet plane.
Room temperature, linearly polarized PL spectra at
two perpendicular polarization angles (Figure 4) show
that for high aspect ratio (4.1:1) QRs (QR35), a ﬂip of
DOP sign occurs for both As4 - and As2 -grown InGaAs
QR structures. As a result, the TM mode is dominant
from the (110) surface (TM[001] > TE[110] ), whilst from
the (110) surface, the TE mode prevails (TM[001] <
TE[110] ). The DOP values for As4 -grown QRs (Figure 4a,c)
of DOP(110) = +50% and DOP(110) = −23% exceed the
corresponding DOP values of DOP(110) = +33% and
DOP(110) = −18% for As2 -grown QRs (Figure 4b,d).
It should be noted that in lens-like QDs, optical transitions involving light-hole states are suppressed (by highly
negative biaxial strain); therefore, the intensity of the TM
mode becomes insigniﬁcant. As the QR height increases,
biaxial strain reduces, simultaneously decreasing heavyand light-hole sub-band splitting. Therefore, for high
aspect ratio QRs, the light- and heavy-hole bands are
almost degenerate and, thus, manifest themselves by TE
and TM modes of comparable intensity. It is thus sug-

Figure 4 Room temperature linearly polarized photoluminescence spectra split into TE and TM modes for QR35 samples. The samples
were grown using As4 (a, c) and As2 (b, d) sources. PL spectra are normalized to the most intense peak of the GS transitions in the InGaAs QRs.
Circles indicate the optical anisotropy, represented by the degree of polarization, DOP.
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gested that light- and heavy-hole sub-band mixing favors
an increase of the TM[001] mode. This is supported
by calculated hydrostatic and biaxial strain proﬁles for
InAs/GaAs QD stacks of diﬀerent heights, as reported
in ref. [4]. Finally, the evidence of sign reversal in the
degree of polarization estimated from the PPL spectra fulﬁlls the promise of QD shape engineering and shows a
huge potential for QRs for potential applications, such as
polarization insensitive SOAs.

Conclusions
Polarized photoreﬂectance and photoluminescence spectroscopies were used to study the electronic structure and
optical anisotropy of InGaAs QR structures. It was found
that use of an As4 source, rather than an As2 source, during MBE growth resulted in a better carrier conﬁnement
and overall performance of QR structures.
Spectroscopic investigations of InGaAs QRs demonstrated that the degree of polarization in the (001) plane
reaches a high value of about 60% for InGaAs QRs with
a large SL period number (N = 35), owing to the hole
wavefunction distribution along the [ 110] direction. As a
result, the PL polarization properties (TE and TM modes)
from cleaved facet surfaces are diﬀerent for the (110) and
(110) facets. The TM mode was dominant from the (110)
surface (TM[001] > TE[110] ), whilst from the (110) surface the TE mode prevailed (TM[001] < TE[110] ). These
spectroscopic ﬁndings provide fundamental knowledge
of the polarization properties of QRs, which is essential
for future engineering of a broad range of optoelectronic
devices.
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Misiewicz J, Fiore A: Controlling the aspect ratio of quantum dots:
from columnar dots to quantum rods. IEEE J Sel Top Quantum Electron
2008, 14(4):1204–1213.
18. Ren HW, Sugisaki M, Sugou S, Nishi K, Gomyo A, Masumoto Y: Lateral
composition modulation induced optical anisotropy in InP/GaInP
quantum dot system. Jpn J Appl Phys 1999, 38:2438–2441.
19. Mukai K, Watanabe K: Polarization symmetry of vertical
photoluminescence from columnar InAs/GaAs quantum dots. e-J
Surf Sci Nanotech 2009, 7:537–540.
20. Mukai K, Watanabe K, Kimura Y: Grazing incidence X-ray diﬀraction
measurements of columnar InAs/GaAs quantum dot structures. Jap
J Appl Phys 2010, 49:04DH07.
doi:10.1186/1556-276X-7-609
Cite this article as: Nedzinskas et al.: Polarized photoreﬂectance and photoluminescence spectroscopy of InGaAs/GaAs quantum rods grown with
As2 and As4 sources. Nanoscale Research Letters 2012 7:609.

Submit your manuscript to a
journal and beneﬁt from:
7 Convenient online submission
7 Rigorous peer review
7 Immediate publication on acceptance
7 Open access: articles freely available online
7 High visibility within the ﬁeld
7 Retaining the copyright to your article

Submit your next manuscript at 7 springeropen.com

